
PRODUCT SPECIFICATION SHEET

Activated Charcoal

Granular

Test Specification Typical Results

CTC No. min. 60 > 60

Total Surface Area 1000 – 1100 m 2 /g Pass

Iodine Number, min. 950 – 1050 mg/g Pass

Apparent Density 0.48 – 0.50 g/cc Pass

Bulk Density 30 – 31lb/ft 3 Pass

Abrasion No., min. 80 % > 80 %

Hardness, min. 90 % > 90 %

Ash, max. 8 % < 8 %

Water Soluble Ash, max. 0.6 % < 0.6 %

Moisture as packed, max. 2 % < 2 %

Water Extractable Phosphate, max. 1 % < 1 %

U.S. Standard Sieve Size
      Retained on No. 12, max.
      Passing through No. 40, max.

12 x 40
5 %
4%

Pass

Effective Size 0.55 – 0.75 Pass

Uniformity Co-Effi cient, max. < 1.9 < 1.9

Appropriate/legal use of this product is the responsibility of the user.
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