
PRODUCT SPECIFICATION SHEET

Activated Charcoal

Powder

Test Specification Typical Results

Iodine Number, min. 900 mg/g > 900 mg/g

Surface Area 900 – 950 m 2 /g Pass

Apparent Density 0.50 – 0.60 g/cc Pass

Moisture as packed, max. 2 % < 2 %

Particle Size 80X325 US Mesh

Ash Content, max 12 % Pass

Size Distribution
     Greater than 60 mesh
     Passing 80 mesh
     Passing 325 mesh

0 – 0.5 %
97 – 100 %

<10%

Pass

Appropriate/legal use of this product is the responsibility of the user.
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