
PRODUCT SPECIFICATION SHEET

Mineral | Calcined Diatomite

Test Specification Typical Results

Physical Form Fine Powder Fine Powder

Color Pink Pink

Particle Size (μm) 19.2 19.2

Screen Residue (+150 mesh screen, 
%)

1.0 1.0

pH (10% in water) 7.0 7.0

Moisture (as shipped) (wt. %) < 1.0 < 1.0

Specific Gravity (g/cm3) 2.2 2.2

Wet Density (lbs/ft 3 ) (g/cc) 18.0 (0.29) 18.0 (0.29)

Peameability (Darcy) 0.08 0.08

Loss on Ignition (1000°C) 0.5 0.5

SiO2 92.0 92.0

Al2O3 3.3 3.3

Fe2O3 1.4 1.4

P2O5 0.3 0.3

CaO 0.8 0.8

MgO 0.6 0.6

Na2O + K2O 1.2 1.2

Appropriate/legal use of this product is the responsibility of the user
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