
PRODUCT SPECIFICATION SHEET
Iron Metal Powder

Lab Grade

Test Specification Typical Results

Assay (Fe) 99.82% 99.82%

Sulfur (S) 0.006% 0.006%

Carbon (C) 0.004% 0.004%

Size, average 325 mesh (44 μm) 325 mesh (44 μm)

Appropriate/legal use of this product is the responsibility of the user.

Iron Metal Powder, Purified
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